Copyright © 1999 by ASTM International

Edward M. Suzuki,* Ph.D.

Infrared Spectra of U.S. Automobile Original
Topcoats (1974-1989): VI. Identification and
Analysis of Yellow Organic Automotive Paint
Pigments—Isoindolinone Yellow 3R, Isoindoline
Yellow, Anthrapyrimidine Yellow, and

Miscellaneous Yellows*

REFERENCE: Suzuki EM. Infrared spectra of U.S. automobile
original topcoats (1974-1989): VI. Identification and analysis of
yellow organic automotive paint pigments—Isoindolinone yellow
3R, isoindoline yellow, anthrapyrimidine yellow, and miscella-
neous yellows. J Forensic Sci 1999;44(6):1151-1175.

ABSTRACT: Two yellow organic pigments, Benzimidazolone
Yellow 3G and Benzimidazolone Yellow 4G, were identified in
some U.S. automobile original (OEM) topcoats (1974-1989) in
previous work in this study. The topcoats consisted of single layer
finishes (monocoats) from the Reference Collection of Automo-
tive Paints, and the pigments were identified in situ using infrared
spectroscopy. Theidentification, analysis, and occurrence of other
yellow organic pigments used in these finishes, including Isoin-
dolinone Yellow 3R, Isoindoline Yellow, and Anthrapyrimidine
Yellow, are described here. Based on a spectral survey of Refer-
ence Collection yellow, orange, brown and green nonmetallic
monocoats, absorptions of Isoindolinone Yellow 3R were ob-
served in the spectra of approximately three dozen yellow mono-
coats and one dozen orange ones. Isoindoline Y ellow was identi-
fied in a single orange nonmetallic enamel. This pigment is now
more common since it was one of several replacements for
Chrome Y ellow—a popular lead—containing pigment which is no
longer used in U.S. automobile OEM finishes—and it was identi-
fied in severa recent yellow nonmetallic basecoat/clearcoat fin-
ishes. Weak absorptions of Anthrapyrimidine Y ellow were identi-
fied in the spectrum of a single yellow nonmetallic enamel.
Spectraof several other yellow organic automotive paint pigments
are also presented and discussed.
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In previous papersin this series, the identification of several or-
ganic pigments used in U.S. automobile original (OEM) topcoats
(1974-1989) was described (1-3). The topcoats examined were
single layer finishes (monocoats) from the Reference Collection of
Automotive Paints. The pigments were identified in situ by in-
frared spectroscopy using spectral subtractions to help isolate and
clarify pigment absorptions. The two yellow organic pigments
which wereidentified were from the benzimidazol one family, Ben-
zimidazolone Yellow 3G and Benzimidazolone Yellow 4G (1).
The identification, analysis, and occurrence of three more yellow
organic pigments which were used in these monocoats, |soin-
dolinone Yellow 3R, Isoindoline Yellow, and Anthrapyrimidine
Y ellow, are described in this paper.

Spectral data for several other yellow organic pigments which
are currently marketed for applications which include automotive
finishes are presented and discussed. These spectra are intended to
serve as areference, but they are also useful for evaluating the ex-
tent to which the absorptions of Isoindolinone Y ellow 3R, Isoindo-
line Yellow, and Anthrapyrimidine Y ellow—as observed in top-
coat spectra—can be distinguished from those of other pigments
which might be found in finishes having similar colors.

Yellow pigments are used in the paint industry to assist in the
production of colors besides yellow itself, including orange,
brown, and green (4). Hydrous ferric oxide, for example, isacom-
mon yellow inorganic pigment which was identified in a large
number of Reference Collection of Automotive Paints monocoats
having a very wide range of colors, including yellow, orange, red,
brown and green nonmetallic, and yellow, orange, brown, olive,
and green metallic (5). This pigment is particularly commonin fin-
ishes having yellowish-gold metallic, and off-white, beige or pale
yellow nonmetallic hues.

Y ellow, orange and red pigments absorb the shorter wavelengths
of visible light, and due to anomalous dispersion, these pigments
have relatively high indices of refraction for the longer wave-
lengths which are not absorbed and for some which are. For blue
and green pigments, this phenomenon occurs in the near-infrared
region.? Compared to blue and green pigments, yellow, orange and
red pigments are therefore more effectivein scattering visible light.
The pigments, and the paints which contain them, are viewed pri-
marily by diffuse reflectance: incident light penetrates the sample
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surface® and those wavelengths which are not absorbed are scat-
tered back to the surface. Strong scattering decreases the penetra-
tion depth of thislight, and the average pathlengths which the var-
iouslight raystravel whilein the sample become shorter (7). When
pigments having comparable absorption strengths, particle sizes,
and concentrations are used to produce paints of various hues, the
average pathlengths experienced by light diffusely reflected from
the yellow, orange and red paints are |ess than those from the blues
and greens. The yellow, orange and red paints will therefore have
fainter colors,* and to compensate, heavier pigment loads must be
used. Infrared absorptions of pigments of these colors are thus
more likely to be evident in paint spectra, and this is particularly
true if only organic pigments are involved.®

Empirically, organic pigment absorptions tend to be most promi-
nent in spectra of red automative paints, especially for nonmetallic
finishes, but they are also observed for some yellow, orange, and
brown nonmetallic and brown metallic finishes. As demonstrated
previously, these absorptions can serve as a means to characterize
better the pigment compositions of the finishes, and revealing in-
formation about an OEM automobile paint can sometimes be ob-
tained from a knowledge of the particular pigments which were
used in them (1-3,5,11). Information about the frequencies of oc-
currence of specific pigments or pigment combinations in topcoats
of various colors can also be helpful for vehicle identification de-
terminations, and for assessing the significance of a match in a
comparative analysis.

Experimental
Instrumentation and Sample Analysis Procedures

Infrared spectrawere acquired at aresolution of 4cm™t using an
extended range (4000220 cm™ 1) Digilab FTS-7 Fourier transform
infrared spectrometer. This instrument was equipped with cesium
iodide (Csl) optics and a deuterated triglycine sulfate (DTGS) de-
tector. All of the paint samples were analyzed as thin slices placed
over a1l mm circular aperture in ametal disk, which was mounted
in a Digilab 5X beam condenser. The slices were pressed with a

3 For acolored sample, the fraction of incident light which is reflected with-
out penetrating the sample surface may also have a different wavelength distri-
bution than theincident light itself. This can occur for some materialswhich are
very strong absorbers, as the strongly absorbed wavelengths are reflected more
than those which are not due to the dependence of specular reflection on the ab-
sorption coefficient (7). This producesthe bronzing effect (8), whichiscommon
for certain inks. Some automobiles from the 1950s with weathered dark blue
nonmetallic finishes also had noticeable bronzing effects, which produced an
unattractive blotchy red coloration (6).

4 A good example of the dependence of color intensity on pathlength occurs
for neat colored samples having relatively large particles sizes. When such col-
ored particles are ground to a fine powder, color intensity decreases consider-
ably (9,10), and some weakly absorbing compounds may become colorless
(white). The smaller particles sizes of the fine powder cause more scattering to
occur, and this decreases the average pathlengths of the diffusely reflected light
whilein the sample.

S Significant infrared absorptions of blue and green organic pigments are not
observed in topcoat spectra, but very prominent cyano stretching absorptions of
iron ferrocyanide (Prussian Blue), a blue inorganic pigment, sometimes occur
(112). Inorganic pigments are generally weak absorbersin the visible region and
strong absorbersin theinfrared, so they requirerelatively high pigment loadsto
impart color, and their infrared absorptions are more likely to be observed than
those of organic pigments having similar hues. For spectra of some green non-
metallic and metallic Reference Collection monocoats, infrared absorptions of
hydrous ferric oxide are observed (5), but the absorptions of the blue organic
pigment (most likely Copper Phthalocyanine Blue) which was used with it to
produce the green colors are not evident.

roller device to produce a more uniform thickness and 1000 scans
were collected. To obtain a slice of the basecoat of a basecoat/
clearcoat finish, the clearcoat was first removed from a portion of
each sample panel by scraping off this layer using a scalpel. Care
was taken to remove all of the clearcoat prior to obtaining the
basecoat slice, and to exclude any undercoat material from this
slice. More details about the spectrometer, acquisition parameters
used for data collection, and paint sample preparation methods are
given elsewhere (5).

Spectra of al of the pigments were acquired using both a low
pressure diamond anvil cell (DAC) mounted in the 5X beam con-
denser, and a Digilab diffuse reflectance (DRIFTS) accessory. The
two methods were used since previous results with organic pig-
ments (1,2) indicated that pressure-induced spectral changes were
common, especialy for the benzimidazolones (1). The DAC is a
specialy-designed version of the miniature diamond cell (High
Pressure Diamond Optics, Tucson AZ) constructed so that the
beveled diamond edges are not included in the area encompassed
by the apertures of the cell.

For DRIFTS analyses, pigments were dispersed in excess pre-
powdered Csl without grinding to minimize pressure. Pressure ef-
fects were noted for some of the pigments as clear differences be-
tween the DRIFTS and DAC spectra sometimes occurred, and in
general, spectral absorptions were better resolved for the DRIFTS
data. All of the pigment spectrawhich are presented were obtained
using DRIFTS, and 200 scans were collected.

U.S. Automobile OEM Finishes

Most of the finishes discussed in this work are monocoats from
the Reference Collection of Automotive Paints (Collaborative
Testing Services, Inc., Herndon, Virginia) and they will be referred
to by their nine character identification codes, which have been de-
scribed previously (11). Prior to vehicle model year 1983, the Ref-
erence Collection finishes (12) were divided into general color cat-
egories according to the Inter-Society Color Council—National
Bureau of Standards method of designating colors (10). The de-
scription of topcoat color used in the present work is based on this
classification, and finishes added to the Reference Collection for
model years 1983 and later were assigned colors by comparing
them to those previously classified.

Panels of several recent U.S. automobile OEM finisheswere ob-
tained from the BASF Laboratory at the Genera Motors Shreve-
port, Louisiana plant, which produces Chevrolet S10, GMC
Sonoma, and Isuzu Hombre compact pickup trucks. Spectra of the
basecoat and clearcoat of one of these, a bright orange-yellow non-
metallic finish, are presented in thiswork. The BASF identification
code of this finish system is R97YE402 and its General Motors
color codeisWACC253A (Wheatland Y ellow). Thisfinishisclos-
est in hue to that of Reference Collection color HO500, and it may
be used for a number of different special order/fleet vehicles in-
cluding the 1998 Chevrolet S10.

Pigments

The following pigments were used (pigment Colour Index (13)
designations are given in parentheses since the cited generic names
are not universally used, and trade names are given in italics):
Isoindolinone Yellow 3R (Pigment Yellow 110), Ciba Specialty
Chemicals Corp. Irgazin® Yellow 3RLTN; Isoindolinone Y ellow
2G (Pigment Y ellow 109), Ciba Specialty Chemicals Corp. Irgazin
Yellow 2GLTN; Isoindolinone Orange (Pigment Orange 61), Ciba
Specialty Chemicals Corp. Cromophtal® Orange 2G; Quinoph-



thalone Y ellow (Pigment Y ellow 138), BASF Corp. Paliotol® Yel-
low L 0962 HD; Isoindoline Yellow (Pigment Y ellow 139), Bayer
Corp. Fanchon® Fast Yellow Y-5700 and BASF Corp. Paliotol
Yellow L 2140 HD; Anthrapyrimidine Yellow (Pigment Yellow
108), BASF Corp. Paliogen® Yellow L 1560; Pyrimidine Y ellow
(Pigment Y ellow 150), Bayer Corp. Fanchon Fast Yellow Y-5688;
and Copper Azo Methine Y ellow (Pigment Y ellow 129), Ciba Spe-
cialty Chemicals Corp. Irgazin Yellow 5GLT. Spectra of
Quinacridone Red Y, rutile (titanium oxide), ferric oxide, and hy-
drous ferric oxide are aso discussed in this work, and these pig-
ments have been described previously (2,5).

In Stu Organic Pigment Identification Procedure

The spectral subtraction procedure which is used for the initial
identification of an organic pigment in situ has been described in
detail previously (1) and only a very brief summary is presented
here. For atopcoat containing an unidentified pigment of interest,
another topcoat having a very similar binder formulation—but
lacking this pigment—is used to produce a subtrahend spectrum.
Subtractions involving a number of different topcoat and subtra-
hend spectra are usually performed, and the difference spectrum
which is presented represents the best result for illustrative pur-
poses. These difference spectra are therefore not typical and this
method of analysisis not usually applicable to most case samples,
for which specific binder formulations are normally not known.
Once pigments have been identified by this means, however, their
absorptions can usually be recognized in other topcoat spectra, and
in many cases, thisis true even when significant amounts of other
pigments are al so present.

Soectral Calculations

Spectral analysis and mathematical processing were performed
using SpectraCalc™ software. Spectral dataare presented in trans-
mittance but all of the cal culations were performed with datain the
absorbance format. In most cases, topcoat and pigment spectral ab-
sorption intensities were scaled so that the most intense peak had a
transmittance value between 3 and 10%, and baselines were ad-
justed to have their highest values near 100% (but baselines were
not flattened). For spectral subtraction, a subtrahend factor was
chosen which produced minimal residual binder features and the
baseline of the difference spectrum was usualy adjusted. Except
where noted, however, difference spectra baselines were not flat-
tened. In those cases where they were, a ten point correction was
used. Spectral additions were performed with the subtraction rou-
tine using negative subtrahend factors. Reflectance spectra of pig-
ments obtained using the DRIFTS accessory were converted to a
transmittance format (7).

Elemental Analyses

Elemental analyses were performed using X-ray fluorescence
(XRF) spectrometry with a Kevex 0700 X RF spectrometer which
has been described previously (5). Numerous slices of each topcoat
were mounted under astrip of adhesive tape and analyzed, and data
collected for a blank strip of tape were subtracted from each spec-
trum. The slices covered a surface area of approximately 2 cm?. X-
rays from titanium and tin secondary targets were used for excita-
tion, produced with X-ray tube voltages of 25 and 45 kV,
respectively, and currents of 2.0 mA. The instrument chamber was
evacuated and data were collected for 50,000 seconds (total live
time).
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Results and Discussion

In general, organic pigment absorptions are more prominent in
spectra of nonmetallic finishes since the metal flakes of metallic
finishes usually provide much of their hiding power, and there is
less need for the pigments to provide opacity. There are relatively
few yellow and orange metallic monocoats in the Reference Col-
lection of Automotive Paints, and organic pigment absorptions are
not evident in the vast mgjority of their spectra. The scope of this
paper isthus limited to pigment use in nonmetallic finishes.

Although yellow organic pigments have higher indices of re-
fraction than blue or green ones, they are not usually as opaque as
titanium dioxide and some other inorganic pigments. To achieve
greater hiding power for nonmetallic automotive finishes, yellow
organic pigments are used together with more opague inorganic
pigments—usually rutile. Thisis also done for economic reasons
since organic pigments are considerably more expensive than inor-
ganic ones (8 and personal communications, Edward E. Jaffe As-
sociates Inc., December 1998, and DuPont Automotive Products,
December 1998). Some of the orange and red organic pigments
previously identified in Reference Collection monocoats were oc-
casionally used alone or with only small amounts of other pigments
(1-3). A survey of the spectraof the yellow nonmetallic monocoats
in this collection indicates, however, that all of those which contain
organic pigment absorptions also have strong absorptions of rutile.

Isoindolinone Yellow 3R

The molecular structure of Isoindolinone Yellow 3R (1), ayel-
low-orange heterocyclic pigment of theisoindolinonefamily, isde-
picted in Fig. 1 and itsinfrared spectrum is shown in Fig. 2d. The
spectrum of ayellow nonmetallic acrylic melamine enamel mono-
coat, NW78H0461, which contains this pigment is depicted in Fig.
2b. Above that is the spectrum (Fig. 2a) of a white nonmetallic
enamel monocoat, NW76A0044, having a similar binder formula-
tion which was used for spectra subtraction. A finish containing a
large amount of rutile (Fig. 2€) was used to produce a subtrahend
spectrum because NW78H0461 also appears to contain a large
amount of this titanium dioxide pigment. The difference spec-
trum (the spectrum of NW76A0044 subtracted from that of
NW78H0461) is shown in two segments:. Fig. 2c depictsthe results
between 4000 and 780 cm ™1, while Fig. 2g depicts the region from
850 to 220 cm ™. The ordinate of the latter is offset in this display
since most of the difference spectrum below 800 cm ™2 corresponds
to transmittance values above 100% in Fig. 2c. Relative to binder
absorptions, the titanium dioxide absorption of NW76A0044 (Fig.
2a) is stronger than that of NW78H0461 (Fig. 2b), which causes
these broad upward-tending featuresin the difference spectrum. To
observe better theweak peaksin thislow frequency region, the seg-
ment depicted in Fig. 2g was baseline flattened to remove the broad
features, and the result is depicted in Fig. 2f.

Essentialy al of the significant absorptions of 1soindolinone
Yellow 3R (Fig. 2d) above 600 cm™? are observed in the subtrac-
tion spectra (Figs. 2c, 2f, and 2g) with frequencies which are all
within 2 cm™* of those of the pigment itself, except for the carbonyl
stretching peak. This peak overlaps a very strong binder carbonyl
fundamental and differs by 4 cm™*. The relative absorption inten-
sities of the subtraction result are also consistent with those of the
pigment spectrum (compare Figs. 2c and 2d). Note that arelatively
strong unidentified peak at 700 cm™* (Figs. 2f and 2g) is not from
Isoindolinone Y ellow 3R; styrene (14) contributesto thisfeaturein
Fig. 2b, but this component is not the source of the residua 700
cm™ peak of Figs. 2f and 2g. Most of the Isoindolinone Y ellow 3R
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FIG. 1—Molecular structures of the pigments discussed in this work.

absorptions below 600 cm™* are observed in Fig. 2g, and more
clearly in Fig. 2f.

The frequencies of the Isoindolinone Yellow 3R absorptions
(Fig. 2d) are presented in Table 1. Of the 54 peakslisted, 42 are ob-
served in the subtraction results. The 12 pigment absorptionswhich
are not observed are either very weak, or they occur in a region
where aresidual binder feature is present.

Pigment Absorptions Observed in Topcoat Spectra—The
strongest absorption of Isoindolinone Yellow 3R (Fig. 2d) is not
observed in topcoat spectra because, as noted, it overlaps an in-
tense binder carbonyl stretching fundamental. For topcoats with
acrylic melamine enamel and acrylic lacquer binders, the 1657
cm~ ! absorption (which may have an accompanying very weak
peak or unresolved shoulder near 1672 cm™1) is usually the most
conspicuous pigment feature. When relatively high pigment loads
are used, several other Isoindolinone Yellow 3R absorptions are
also observed, and for enamels these may include a fairly broad
feature at 3233 cm~* and weak or very weak peaks at 1310, 1267,
1181, 1086, 963, 937, 853, 791, 743, 677, 650, 596, 492, and 413
cm™ 1 (Fig. 2b). Some of these may not necessarily be observed in
the spectra of al enamels due to individual differences in binder
absorptions, especialy in the C—O stretching region between
1250 and 1050 cm™? (14,15). Other Isoindolinone Yellow 3R
peaks, including some which are not readily observed but which
might be revealed by adetailed examination or expansion of select
spectral regions, are included in thelist of Table 1. For yellow fin-
ishes, the pigment absorptions below 800 cm™* will more than

likely be superimposed on a broad titanium dioxide feature, as
seen in Fig. 2b. Because of the logarithmic nature of the transmit-
tance scale, it should be remembered that any Isoindolinone Yel-
low 3R peaks near the bottom of such a strong absorption will
have apparent intensities which are much weaker than might be
expected.

The Isoindolinone Yellow 3R absorptions observed for
NW78H0461 (Fig. 2b) are relatively strong, but they are weaker
in spectra of all of the other Reference Collection finishes which
contain this pigment. Spectra of two yellow nonmetallic mono-
coats which have Isoindolinone Y ellow 3R absorptions more typ-
ical of those usually observed are presented; the spectrum of an
enamel, DC78H0506, is shown in Fig. 3b, while that of an acrylic
lacquer, DB82HO0870, is depicted in Fig. 4a. Both spectra also
have strong absorptions of rutile (Fig. 2€), and that of
DC78H0506 (Fig. 3b) additionally has absorptions of hydrous
ferric oxide (Fig. 3d) at 905 and 276 cm ™1 (5). The Isoindolinone
Yellow 3R absorptions at 1657 and 1655 cm ™ (Figs. 3b and 43,
respectively) are quite weak and the 1672 cm™* peak is not ob-
served for Fig. 44, but the 1657 cm™* absorption of Figs. 3b does
have an unresolved shoulder in this region. This shoulder peak is
resolved in the DRIFTS spectrum of the pigment itself (Fig. 2d),
but not in the spectrum of the pigment obtained using the DAC
(not depicted). This difference may be caused by pressure-in-
duced effects, which appear to be quite common for the organic
pigments which have been examined in this series (1,2). During
the paint manufacturing process the pigments may also be sub-
jected to pressure when they are dispersed, and it is possible that
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TABLE 1 - Infrared absorption frequencies of the pigments discussed in this work.

Pigment’ Spectrum

Infrared Absorption Frequenciesb

Isoindolinone  Fig.
Yellow 3R Fig.

(PY110)
Ciba

Isoindolinone  Fig.

Yellow 2G
(PY109)
Ciba

Isoindolinone  Fig.

Orange
(PO 61)
Ciba

Quinophthalone Fig.

Yellow
(PY138)
BASF

Isoindoline Fig.

Yellow
(PY139)
Bayer, BASF

Anthra- Fig.

pyrimidine
Yellow
(PY108)
BASF

Pyrimidine Fig.

Yellow
(PY150)
Bayer

Copper Azo Fig.

Methine
Yellow
(PY129)
Ciba

2d,
9a

9b

9¢c

9d

11d

12a

12b

12¢

3418w, 3229m, 3054w, 2685vw, 2276vw, 1912w, 1852vw, 1732vs, 1672sh, 1657s, 1570w,
1555vw, 1516vw, 1499w, 1466w, 1416sh, 1377s, 1346m, 1310s, 1283sh, 1269m, 1223w,
1200w, 1181m, 1111w, 1086m, 1042w, 1011w, 963w, 936w, 853s, 810w, 791w, 764m, 745m,
721/718s, 677m, 650m, 631vw, 596m, 567w, 532vw, 519w, 503w, 492m, 413m, 392w, 351vw,
339vw, 318vw, 303w, 258w, 233w

3300m, 3044w, 2951w, 2938w, 1931vw, 1867vw, 1744vs, 1732vs, 1661s, 1564w, 1514vw,
1460w, 1377s, 1335m, 1308s, 1267m, 1240w, 1204w, 1181w, 1092w, 1055m, 1034sh, 966vw,
953vw, 937w, 891w, 829vw, 799m, 791sh, 764w, 748m, 721w, 700m, 660m, 615m, 592w,
572vw, 567vw, 552w, 532w, 519w, 502w, 461w, 451sh, 388vw, 351vw, 330vw, 276w, 260w

3420w, 3223w, 3050w, 2961w, 2924w, 2677vw, 1929vw, 1896vw, 1844vw, 1734vs, 1663s,
1595w, 1589w, 1572sh, 1516vw, 1491w, 1481w, 1462w, 1454w, 1412sh, 1400sh, 1379s,
1344m, 1310s, 1289vw, 1271m, 1233w, 1204w, 1196w, 1184m, 1148w, 1101sh, 1084m,
1042w, 1007w, 966sh, 957w, 934w, 912w, 882w, 853m, 824w, 791w, 772m, 764sh, 748w,
735m, 721m, 679w, 660w, 627w, 608w, 581w, 557w, 538w, 521w, 503w, 492sh, 461w,
446vw, 428vw, 413vw, 382vw, 366vw, 349vw, 339vw, 309vw, 249w, 226vw

3497vw, 3121w, 3094w, 3044w, 3023w, 2884vw, 2764vw, 2745vw, 1956vw, 1896vw, 1786m,
1738vs, 1728s, 1670m, 1642s, 1620vs, 1607sh, 1593s, 1532s, 1483m, 1460w, 1414vs, 1379m,
1368s, 1354m, 1333m, 1306s, 1283sh, 1229m, 1200w, 1186w, 1173w, 1159w, 1140m,

1115m, 1047w, 1020w, 997w, 964w, 934w, 920w, 868sh, 853m, 812w, 789w, 772w, 754m,
743s, 729m, 691vw, 679w, 652w, 621w, 588w, 581vw, 552w, 540w, 523w, 500w, 473w, 413w,
394vw, 365vw, 351vw, 326w, 303w, 270vw, 239w, 233w

3190m, 3127m, 3081m, 3059m, 2839w, 2687w, 2511w, 2475vw, 2338w, 2315w, 2294w,
2112w, 2022vw, 1983vw, 1948vw, 1757sh, 1736vs, 1711s, 1680vs, 1661s, 1582m, 1535vs,
1454s, 1435s, 1418m, 1398s, 1354m, 1317sh, 1302s, 1265s, 1236m, 1200m, 1179w, 1136m,
1094sh, 1076m, 1061sh, 974vw, 959w, 907m, 893sh, 835s, 797m, 777s, 770m, 752m, 743s,
712w, 689w, 679w, 648vw, 635w, 600m, 557s, 517m, 430m, 334m, 289w, 245w

3312w, 3084w, 3055w, 2904w, 2662vw, 1984w, 1914vw, 1877vw, 1715sh, 1670vs, 1588s,
1580sh, 1547m, 1514vs, 1481sh, 1476s, 1460m, 1406m, 1333s, 1310s, 1273vs, 1236m, 1221m,
1184w, 1169sh, 1154vw, 1140w, 1109vw, 1086w, 1020w, 997m, 976w, 959w, 922w, 907w,
887w, 872w, 831m, 801m, 774s, 731m, 704vs, 656w, 646sh, 619w, 610w, 583w, 548sh, 542w,
517vw, 469vw, 455vw, 430w, 421vw, 409w, 388vw, 357w, 334vw, 301vw, 264w

3470m, 3422m, 3345s, 3235m, 3115m br, 2900m br, 2755 m vbr, 1719s, 1638vs, 1593vs,
1551s, 1518sh, 1462s, 1422vs, 1306w, 1271m, 1244sh, 1173w, 1055m, 900w br, 812m, 791m,
777m, 750w, 681w, 619sh, 594m, 577sh, 534sh, 505s, 488s, 442s, 395sh, 307vw, 284w,
260vw, 237w, 228w

3586vw, 3563vw, 3387w br, 3055w, 3036sh, 2913vw, 2891vw, 2770vw, 2587w, 2552w,
1944sh, 1925w, 1883w, 1869vw, 1840vw, 1819vw, 1794w, 1767w, 1659vw, 1613s, 1603vs,
1580vs, 1535vs, 1505s, 1479vs, 1456s, 1425s, 1400s, 1387s, 1354s, 1339vs, 1304vs, 1289s,
1267s, 1248sh, 1211m, 1198m, 1177s, 1163s, 1154m, 1142m, 1109m, 1092m, 1040w,
1028m, 978m, 961vw, 943w, 920w, 874m, 856s, 843s, 828vs, 777w, 760s, 741vs, 735vs,
685vw, 650m, 629w, 604vw, 579s, 561m, 550w, 523w, 503s, 467m, 457s, 417m, 403vw,
370m, 357m, 336w, 299w, 276m, 262m

“The Colour Index designation is given in parentheses using the abbreviations PY = Pigment Yellow and PO = Pigment
Orange. The manufacturer of the pigment is also listed.

®Given in wavenumbers. The relative intensity of each absorption is given after its frequency. The abbreviations are:
vs = very strong, s = strong, m = medium, w = weak, vw = very weak, sh = a shoulder peak, br = broad, and

vbr = very broad.
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FIG. 3—Spectra of: (&) a white nonmetallic enamel monocoat, DC78A0514, which contains rutile; (b) a yellow nonmetallic enamel monocoat,
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this unresolved peak in some spectra reflects the manufacturing
history of the paint. Caution is dictated when interpreting such
minor spectral differences, however, as they may be caused by
other factors. For DC78H0506, two other very weak Isoin-
dolinone Yellow 3R peaks at 1310 and 853 cm™ ! are also ob-
served (Fig. 3b). The two peaks are quite inconspicuous and it
may help to compare this spectrum to that of DC78A0514 (Fig.
3a), asimilar white nonmetallic enamel.

The spectrum of DC78A0514 was subtracted from that of
DC78H0506 and portions of the resulting difference spectrum are
shown in Fig. 5a. Data for Isoindolinone Y ellow 3R are depicted
in Fig. 5b and the main absorptions of this pigment can be seenin
this difference spectrum, even in the presence of relatively strong
residual binder features and two absorptions (at 905 and 799
cm™Y) of hydrous ferric oxide. The difference spectrum below
800 cm ™ is not depicted, but it consists of a pronounced inverse
broad feature arising from the stronger rutile absorption of
DC78A0514 compared to that of DC78H0506. This broad feature
was baseline flattened resulting primarily in absorptions of hy-
drous ferric oxide, but other very weak peaks, including two at
721 and 596 cm™* consistent with Isoindolinone Y ellow 3R, were
also observed.

Spectral subtractions were performed for the lacquer,
DB82H0870 (Fig. 4a), using various “DB” metallic monocoats to
produce subtrahend spectra. In addition to the 1655 cm™?! pesk,
seven other absorptions consistent with | soindolinone Y ellow 3R at
3229, 1377, 1348, 1310, 1269, 1086, and 853 cm ™~ were detected
in the various difference spectra (not shown). These eight absorp-
tions are among the strongest in the spectrum of Isoindolinone Y el -
low 3R (Fig. 5b), and their relative intensitiesin the difference spec-
traare also consistent with those expected for this pigment.

While the subtraction data for DC78H0506 and DB82H0870
indicate the presence of Isoindolinone Yellow 3R, less can usu-
aly beinferred about pigment identities based on the much more
limited number of pigment peakswhich are normally observed in
topcoat spectrathemselves. A weak or very weak absorption be-
tween 1655 and 1659 cm™* occurs in the spectra of approxi-
mately three dozen Reference Collection yellow nonmetallic
monocoats and one dozen orange ones. In two-thirds of these
cases, a second very weak peak at 853 or 855 cm ™! is observed,
especialy for the enamels. For half of these, one or two addi-
tional very weak peaks consistent with Isoindolinone Y ellow 3R
are observed, usually from the group of five absorptions at 3229,
1672, 1310, 1269, and 1181 cm™ 1. The presence of aweak sharp
peak between 1655 and 1659 cm ™1, which may have a very weak
unresolved or resolved shoulder near 1672 cm™2, should thus be
considered a prompt to seek these additional peaks. As discussed
later, many of the major absorptions of Isoindolinone Y ellow 3R
are similar to those of two other isoindolinone pigments which
may also be used in automotive finishes. Depending on which
and how many pigment peaks are observed in topcoat spectra, the
data may be consistent with an isoindolinone-type pigment but
it may not be possible to determine which specific member is
present.

Ten organic pigments have been identified previously in Ref-
erence Collection finishes (1-3), and these ten can be readily dis-
tinguished from Isoindolinone Yellow 3R based on relatively
few absorptions. The four quinacridones (2), for example, do not
have any absorptions between 2000 and 1630 cm ™, whereas
DPP Red BO (3) has a strong doublet at 1645/1607 cm™*. Benz-
imidazolone Orange (1) has a peak at 1659 cm™?2, but it also has
astronger absorption at 1705 cm™~* which is observed on the side

SUZUKI ¢ INFRARED SPECTRA OF AUTOMOBILE TOPCOATS 1159

of the binder carbonyl stretching absorption, and an additional
conspicuous sharp feature at 3372 cm™L. The spectrum of an
enamel which contains Benzimidazolone Orange is shown in
Fig. 4c (note that the pigment frequencies are shifted very
dlightly, probably because they are superimposed on the side of
binder absorptions). Benzimidazolone Y ellow 3G (1) has some-
what similar strong absorptions at 3407, 1701, and 1670 cm ™ *
(see Fig. 6a), and Benzimidazolone Yellow 4G (1) has absorp-
tions at 3187, 1701, 1657, 1620, and 1599 cm™*. Benzimida-
zolone Brown (1) has absorptions at 1659 and 1626 cm™%; it is
used in metallic finishes (which are most likely brown in color)
whereas | soindolinone Y ellow 3R is used primarily in nonmetal -
lic ones.

Only Thioindigo Bordeaux (3) has an absorption at 1655 cm™
and no others in the enamel binder window region between 1700
and 1600 cm™ L. Thioindigo Bordeaux lacks the 1672 cm™* shoul-
der peak, however, and the other weak absorptions of this pigment
which might be observed in the spectra of acrylic melamine enam-
elsoccur at 1294, 1233, 1132, 1067, 914, 872, 596, and 478 cm ™ 1.
Except for the 596 cm™* peak, these are distinguished from those
of Isoindolinone Yellow 3R, which occur at 1310, 1267, 1181,
1086, 963, 937, 853, 791, 743, 677, 650, 596, 492, and 413 cm™ 2.,
The spectrum of a brown (maroon) nonmetallic enamel
(DC78F0509) which contains Thioindigo Bordeaux and ferric ox-
ide is shown in Fig. 3c. This spectrum can be compared to that of
DC78H0506 (Fig. 3b), a similar enamel which contains Isoin-
dolinone Yéllow 3R, rutile, and hydrousferric oxide. Although the
very weak pigment peaks are easy to overlook, they can provide
important corroborative evidence and are more likely to be de-
tected if they are being actively sought.

Spectral considerations aside, Thioindigo Bordeaux has a deep
purple-violet shade so it is not likely to be found in significant
quantitiesin yellow or orange finishes; it was, in fact, only identi-
fied in maroon Reference Collection finishes (3). In addition, all of
the monocoats which contain Thioindigo Bordeaux also contain
ferric oxide, whereas an Isoindolinone Y ellow 3R/ferric oxide bi-
nary pigment combination—with no other pigments detected—has
not been observed at all. Finally, Thioindigo Bordeaux is not com-
mon in Reference Collection monocoats and it is no longer used
much in automotive paints (3), whereas Isoindolinone Yellow 3R
continues to be used.

Asdiscussed previoudly (1-3) and demonstrated above, the 1700
to 1600 cm ™ spectral region is an important one for detecting and
distinguishing organic pigment absorptions. The 1657 cm™? Isoin-
dolinone Yellow 3R peak is often quite weak (Figs. 3b and 4a),
however. Topcoat spectra should thus be free of water vapor ab-
sorptions when attempting to interpret featuresin the 1700 to 1600
cm™ ! region, as these vapor absorptions may completely obscure
weak pigment peaks.

1

Pigment Combinations—As noted, all of the Reference Collec-
tion yellow nonmetallic monocoats which contain Isoindolinone
Y ellow 3R also contain rutile. Combinations of 1soindolinone Y el-
low 3R with other organic pigments were not observed for any of
these, but they were identified for afew orange nonmetallic mono-
coats. Spectra of two of these, NC78G0513 and DC78G0513, are
shown in Figs. 7b and 7c, respectively.

The spectrum of NC78G0513 should be compared to that of
NC78L0498 (Fig. 7a), ablue metallic enamel with asimilar binder
composition which lacks noticeable pigment spectral features. A
large number of pigment absorptions are observed in the spectrum
of NC78G0513 (Fig. 7b), and most of these can be attributed to
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Quinacridone Red Y6 (2) and hydrous ferric oxide (5). For
Quinacridone Red Y © these include the sharp peaks at 3258, 3221,
3154, 3108, 3059, 1628, 1586, 1344, 1314, 1138, 897, 876, 853,
619, 608, 565, 529, 484, 448 and 303 cm™ %, while the broader far
infrared absorptions at 405 and 278 cm™ %, and those near 900 and
600 cm ™2, are from hydrous ferric oxide (Fig. 7d). The observed
frequencies are all within 2 cm™?! of those of the pigments them-
selves (2,5) except for the 1586 cm ™! absorption, which differs by
3 cm™ %, and the two features near 900 and 600 cm 2. The very
broad dip in the baseline of Fig. 7b from 800 to 400 cm™* suggests
that titanium dioxide (Fig. 2€) is probably aso present.

The weak or very weak peaks at 1676, 1657, 1181, 936, and 650
cm™ ! (labeled in Fig. 7b) are those of Isoindolinone Yellow 3R.
Additional absorptions of this pigment are observed in the result
obtained (Fig. 5¢) by subtracting the spectrum of NC78L0498 (Fig.
7a) from that of NC78G0513 (Fig. 7b). This difference spectrum
should be compared to Fig. 5d, which was produced by adding the
spectra of Quinacridone Red Y and hydrous ferric oxide, and to
Fig. 5b, which depicts the absorptions of 1soindolinone Y ellow 3R.
Residual binder features are minimal for this difference spectrum
and the agreement between most of the observed absorptions and
those of the simulated Quinacridone Red Y/hydrous ferric oxide
mixture is good. All of the stronger absorptions of Isoindolinone
Yellow 3R can be seen in the difference spectrum for those spec-
tral regionswhere Quinacridone Red Y and hydrousferric oxide do
not absorb; the frequencies and relative intensities of these peaks
are also consistent with those of the pigment. Note that two of the
stronger absorptions of Isoindolinone Yellow 3R at 1310 and 853
cm™ 1 (Fig. 5b) overlap absorptions of Quinacridone Red Y at 1314
and 853 cm ™! (Fig. 5d). Relative to the 1314 and 853 cm ™! peaks
of Quinacridone Red Y (Fig. 5d), the 1314 and 853 cm ™ peaksin
the difference spectrum (Fig. 5¢) both appear to have enhanced in-
tensitieswhen compared to nearby absorptions, which is consistent
with a contribution to these features by both pigments.

The spectrum of DC78G0513 (Fig. 7c) presents an interesting
case where absorptions of six different pigments—three organic
and three inorganic—are observed. Like NC78G0513 (Fig. 7b),
DC78G0513 contains Quinacridone Red Y and Isoindolinone Y el-
low 3R. Only three Isoindolinone Y ellow 3R absorptions at 1672,
1657, and 650 cm™ ! are evident in Fig. 7c, but several more at
1200, 1181, 1086, 936, 810, 716, and 677 cm™~* were revealed by
spectral subtractions. For these, spectra of DC78L0503 and
DC78K 0504, a blue and a green metallic monocoat respectively,
were subtracted from the spectrum of DC78G0513. The results
from 1690 to 800 cm ™~ (not depicted) strongly resemble Fig. 5c,
except that afew extra absorptions are evident, and afew of the ab-
sorptions have apparent enhanced intensities. The extra absorp-
tions (1699, 1287, 1010, and 991 cm 1) and those which appear en-
hanced (1495, 1451, 1383, 1235, and 876 cm™ 1) are all consistent
with the presence of an orange organic pigment, Perinone Orange
(the identification of this particular pigment, which is not a com-
mon one, will be discussed further in afuture report).

The absorptions of some inorganic pigment combinations have
been discussed previoudly to facilitate the identification of such
mixtures based on their absorption profilesin topcoat spectra. The

8 1n Paper IV inthis series, it was stated that quinacridones were identified in
Reference Collection red and brown nonmetallic and metallic monocoats (2).
Mention of the use of Quinacridone Red Y in afew orange nonmetallic mono-
coats was inadvertently omitted, however. As might be expected, the orange
monocoats which have spectra with noticeable absorptions of this pigment all
have red shades.
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combinationsincluded ferric oxide/ hydrous ferric oxide (5), ferric
oxide/rutile (2), and hydrous ferric oxide/rutile (1). These particu-
lar binary mixtures were identified in some brown, orange, and red
nonmetallic monocoats, respectively. The infrared absorptions of
DC78G0513 below 1000 cm™, on the other hand, are consistent
with amixture of al three of these inorganic pigments. The results
of an addition of the spectraof rutile (Fig. 2€), hydrousferric oxide
(Fig. 7d) and ferric oxide are depicted in Fig. 7e. The features of
this profile can be seen in the spectrum of DC78G0513 below 800
cm™1; the weak sharp peaks superimposed on this pattern are pri-
marily those of Quinacridone Red Y (along with two strong ab-
sorptions of styrene from the binder). The weak broad absorption
of DC78G0513 near 900 cm™* (which has aweaker sharp pesk su-
perimposed on it) is from hydrous ferric oxide (see Fig. 7d).

Combinations of Isoindolinone Yellow 3R with other organic
pigments which result in noticeable spectral absorptions are not
common in Reference Collection finishes, and spectra such as that
of DC78G0513 which exhibit absorptions of six or more pigments
are quite unusual. There is thus merit in learning to recognize and
identify such compositions, asthey can be potentially quite helpful
when identifying an unknown automotive paint, or when evaluat-
ing the significance of a match in a comparative analysis. Even
when alimited number of observed peaks permits only aqualified
conclusion regarding pigment identities, or when complete pig-
ment compositions cannot be determined, thisinformation can still
be useful.

Such detailed examinations do require pattern recognition skills
on the part of the analyst, and this is particularly true when inter-
preting mixtures involving two or more organic pigments. The or-
ganic/inorganic combinations are usually easier to recognize be-
cause organic pigment absorptions are generally quite narrow,
whereas those of inorganic pigments are broader, fewer in number,
and tend to occur in the lower frequency regions. When only nu-
merous sharp absorptions are present, however, there are no simple
criteria to indicate whether a mixture is involved or not. Analysts
should therefore be familiar with the absorption patterns of the
more common organic pigments so that they can recognize when
“extra’ absorptions indicative of a mixture are present. Such fa-
miliarity need not be extensive, and remembering the frequencies
or patterns of afew key absorptions, such as those in the 1700 to
1600 cm™* region, may be all that is often required since the other
absorptions can be compared to those in reference tables. As em-
phasized previoudly (1,2), analysts should first be familiar with the
spectra of common binders so that the pigment absorptions them-
selves can be recognized as such.

Differencesin Pigment Compositionsfor FinishesHaving Smilar
Colors—Spectra of four enamels of Reference Collection color
G0513 provide an example of the diversity of pigment compositions
which can be used to produce finishes having similar hues (in this
case, avery red shade of orange). The compositions of two of these
enamels, NC78G0513 (Fig. 7h) and DC78G0513 (Fig. 7c), have
been discussed in detail. The third, DC81G0513 (Fig. 4c), contains
arelatively common pigment combination consisting of Benzimida-
zolone Orange, Quinacridone Red Y, ferric oxide, and rutile, which
has been used in enamels to produce a bright orange-red shade
(2,16). In contrast to the spectra of these three, the spectrum of the
fourth enamel, LC78G0513 (Fig. 4b), has a prominent titanium
dioxide feature but lacks significant absorptions of color-imparting
pigments. A weak absorption at 872 cm ™ tisindicative of achromate
pigment (5), while avery weak peak at 748 cm~* and what appears
to be a very weak unresolved low frequency shoulder to the binder
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carbony! stretching fundamental suggest the presence of a small
amount of an organic pigment (or pigments). Lead, chromium, and
molybdenum were detected for this monocoat, indicating that the
lead chromate pigment is Molybdate Orange (although the addi-
tional presence of a lesser amount Chrome Yellow, another lead
chromate pigment, cannot be ruled out from these data).

A variety of colored inorganic and organic pigments in various
combinations were thus used to produce this one color, including
Quinacridone Red Y (pink-red), ferric oxide (rust), Molybdate Or-
ange (orange-red), Benzimidazolone Orange (orange), hydrous
ferric oxide (yellow), Isoindolinone Yellow 3R (yellow-orange),
and probably Perinone Orange (orange). The finishes of color
G0513 exhibit exceptional diversity regarding pigment composi-
tions, and spectra of three other enamels from this group were pre-
viously presented in Paper 111 of this series (1) to illustrate this
point for benzimidazolones. The compositions of these three are
distinct from the four discussed here, and it may be useful to com-
pare the seven spectra (the three prior spectra are depicted in Fig.
11 of Paper 111). The pigment compositions of the enamels dis-
cussed previously are: CC78G0513—Benzidmidazolone Orange,
hydrousferric oxide, and rutile; LC84 0513—Quinacridone Red Y,
hydrous ferric oxide, rutile, Molybdate Orange, and probably
Isoindolinone Yellow 3R; and KC78G0513—Isoindolinone Yel-
low 3R, Quinacridone Red Y, and rutile.

Use in U.S. Automobile OEM Nonmetallic Monocoats (1974-
1989)—A survey of the spectra of all of the available yellow, or-
ange, brown, and green nonmetallic monocoats (approximately
600 total) in the Reference Collection of Automotive Paints was
conducted to determine the frequency of use of Isoindolinone Y el-
low 3R in these finishes. For the yellow monocoats, in addition to
NW78H0461 (Fig. 2b), DC78H0506 (Fig. 3b), and DB82H0870
(Fig. 4a), an absorption between 1655 and 1659 cm™* was ob-
served in 36 spectra, with many of these having additional very
weak peaks consistent with Isoindolinone Y ellow 3R as noted pre-
viously. For orange monocoats, in addition to NC78F0513 (Fig.
7b) and DC78G0513 (Fig. 7c), this was the case for eight spectra.

Isoindolinones were first synthesized in 1964 (17) and the fin-
ishes cited above were produced in most of the years covered by the
Reference Collection. The presence of Isoindolinone Yellow 3R in
an unknown OEM automotive paint thus provides only minimal in-
formation as far as limiting the possible model years of vehicles
which could have been the source of such afinish.

Absorptions of Isoindolinone Y ellow 3R or other yellow organic
pigments of this study were not observed in spectra of any green
nonmetallic monocoats. Isoindolinone Yellow 3R was used to-
gether with Phthalocyanine Green in some green nonmetallic
monocoats produced before the time period covered by the Refer-
ence Collection of Automotive Paints (Personal communication,
DuPont Automotive Products, December 1998). Isoindolinone
Y ellow 3R may also have been used in some Reference Collection
green nonmetallic monocoats in concentrations too low to result in
noticeable spectral absorptions. By far, the most common yellow
pigment which was identified in green nonmetallic monocoats is
hydrous ferric oxide. For brown nonmetallic monocoats, a few
spectra do have absorptions between 1661 and 1655 cm ™, but the
other absorptions which are present indicate that these are from ei-
ther Benzimidazolone Orange (1), Thiocindigo Bordeaux (3), or an
unidentified organic pigment (3) which is observed in some ma-
roon finishes. Absorptions of the other yellow organic pigments
discussed in this paper were also not identified in the spectra of any
brown nonmetallic monocoats, although a small amount of Benz-

imidazolone Yellow 3G (1) appears to have been used in at least
one of these.

Elemental Analyses—X-ray fluorescence (X RF) spectraof some
monocoats which were discussed regarding infrared data are
shown in Fig. 8. The spectra on the left (depicted between 1 and 3
keV) were obtained using X-rays from atitanium secondary target
for excitation, while those on the right resulted from excitation of
this same sample with a tin target (1 to 20 keV). Each of the top-
coat samples was comprised of numerous individua slices having
more or less flat orientations on adhesive tape, and all had roughly
the sametotal surface areas subjected to analysis. Comparisons be-
tween spectra displayed with the same ordinate scales (total counts
full display) thus provide some measure of the relative amounts of
elementsin the respective topcoats, since differences arising from
sample morphology and penetration effects are averaged.

XRF data for NW76A0044 and NW78H0461, the two enamels
with infrared spectra depicted in Fig. 2, are shown in Figs. 8a and
8b, respectively. The presence of alarge amount of rutile wasindi-
cated from the infrared spectrum of NW76A0044 (Fig. 2a), and ti-
tanium is the main element observed for this monocoat. Lesser
amounts of iron, aluminum, and silicon are also present.
NW78H0461 (Fig. 8b) contains primarily titanium and chlorine,
with lesser amounts of antimony, iron, nickel, zinc, bromine, and
niobium. The relatively large amount of chlorine observed for
NW78H0461 supports the conclusion that this monocoat contains
Isoindolinone Yellow 3R (1), since this pigment contains chlorine
(Fig. 1). The presence of nickel, antimony, and titanium, the rela-
tive peak intensity ratios of these three elements, and some features
in the infrared spectrum of NW78H0461 all indicate that this
monocoat also contains Nickel Titanate. The analysis of this yel-
low inorganic pigment will be described in a subsequent paper. It
is worth mentioning here, however, that the residual structures of
the difference spectrum of Fig. 2g, apart from the overall inverse
nature, are caused in large part by the presence of this pigment.

XRF spectra of DC78A0514 and DC78H0506, the white and
yellow nonmetallic enamels with infrared spectra depicted in Fig.
3, areshown in Figs. 8c and 8d, respectively. A large amount of ru-
tilewas identified from the infrared spectrum of DA78A0514, and
this monocoat contains primarily titanium, with lesser amounts of
aluminum, silicon, and iron (Fig. 8c). The infrared spectrum of
DC78H0506 al so indicated the presence of alarge amount of rutile,
together with hydrous ferric oxide and Isoindolinone Yellow 3R.
Aluminum, silicon, chlorine, titanium, and iron are observed for
DC78H0506 (Fig. 8d), although the peaks of aluminum and silicon
arenot easily seen with the particular ordinate scal e used for the left
display. The relatively large amounts of titanium and iron which
are observed are consistent with the presence of rutile and hydrous
ferric oxide, while the chlorine is consistent with the presence of
Isoindolinone Yellow 3R.

XRF data for DB82H0870, the yellow nonmetallic lacquer
which contains rutile and a small amount of Isoindolinone Y ellow
3R (Fig. 4a), are shown in Fig. 8e. This monocoat contains pri-
marily aluminum, silicon, chlorine and titanium, with lesser
amounts of antimony, iron, nickel, zinc and niobium. The titanium
and chlorine are consistent with the presence of rutile and Isoin-
dolinone Yellow 3R. A small amount of Nickel Titanate is proba-
bly also present, as indicated by the presence of antimony, nickel,
and titanium, and the antimony/nickel peak ratio.

XRF spectra of NC78L0498, NC78G0513, and DC78G0513,
the three enamels with infrared spectra depicted in Fig. 7, are
shown in Figs. 8f, 8g, and 8h, respectively. NC78L0498, a blue
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were obtained using a titanium target, and those on the right (1 to 20 keV) were collected using a tin target. The total counts for the right spectrum of
NC78L0498 is 20,000, and 100,000 for all of the others. The total counts for the left spectra are listed. (a2) NW76A0044, 500,000; (b) NW78H0461,
5,000,000; (c) DC78A0514, 500,000; (d) DC78H0506, 500,000; () DB82H0870, 500,000; (f) NC78L0498, 1,000,000; (g) NC78G0513, 1,000,000; and
(h) DC78G0513, 1,000,000. The weak broad features near 19 keV in some of the spectra are not peaks of the samples, but are caused by differencesin the
amounts of rhodium primary target Ko lines which have been Compton-scattered from the sample and the reference.

metallic monocoat, contains aluminum, chlorine, calcium, tita-
nium, and copper, together with lesser amounts of iron, zinc, and
lead (Fig. 8f). The duminum is from the metal flakes, while the
copper is undoubtedly from Copper Phthalocyanine Blue. The
chlorineislikely from chlorinated copper phthal ocyanine, whichis
often used to stabilize Copper Phthal ocyanine Blue (3,4,8,17).
Theinfrared spectrum of NC78G0513 indicated the presence of
Quinacridone Red Y, hydrous ferric oxide, Isoindolinone Y ellow
3R, and probably a small amount of titanium dioxide (Figs. 7b and
5¢). Consistent with this, iron is the main element observed for this

monocoat, together with chlorine, titanium, and small amounts of
calcium and lead (Fig. 8g). Note that Quinacridone Red Y does not
contain any elements other than carbon, hydrogen, oxygen, and ni-
trogen (2).

Absorptions of six pigments, Quinacridone Red Y, Isoin-
dolinone Y ellow 3R, Perinone Orange, rutile, ferric oxide, and hy-
drous ferric oxide, were observed in the infrared spectrum of
DC78G0513 (Fig. 7c). Perinone Orange, like Quinacridone Red Y,
does not contain any elements which can be detected by the XRF
instrument used in this work. DC78G0513 contains chlorine, tita-
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nium, and iron (Fig. 8h), supporting these assignments. The same
ordinate scale is used for the tin target spectra of NC78G0513 and
DC78G0513 (Figs. 8g and 8h, right), and the intensity of the tita-
nium peak may be seen to be greater for DC78G0513. Thisis con-
sistent with the relative intensities of the titanium dioxide absorp-
tions observed in the corresponding infrared spectra (Fig. 7).

The intensities of the chlorine peaks of NW78H0461 (Fig. 8b),
DC78H0506 (Fig. 8d), DB82H0870 (Fig. 8e), NC78G0513 (Fig.
8g), and DC78G0513 (Fig. 8h), when observed with similar ordi-
nate scales, suggest that NW78H0461 contains more of this ele-
ment than the other four. Thisis consistent with the relative inten-
sities of the Isoindolinone Y ellow 3R absorptions observed in the
corresponding infrared spectra (Figs. 2b, 3b, 4a, 7b, and 7c), which
indicate that NW78H0461 contains the largest amount of this pig-
ment.

Isoindolinone Yellow 2G, Isoindolinone Orange, and
Quinophthal one Yellow

In addition to Isoindolinone Yellow 3R (1), two other isoin-
dolinones, Isoindolinone Y ellow 2G (I1) and I soindolinone Orange
(111), and a related heterocyclic pigment, Quinophthalone Y ellow
(1V), may also be used in automotive paints. The molecular struc-
tures’ of these compounds are shown in Fig. 1 and their infrared
spectra are depicted in Fig. 9.

On the basis of their structures, the two isoindolinones (11 and
I11) arelikely to haveinfrared spectrawhich are the most similar to
that of Isoindolinone Yellow 3R as far as pigments which may be
used in automotive paints are concerned. The spectra of the three
isoindolinones (Figs. 9a, 9b and 9c) do have gross similarities, but
they can be distinguished fairly easily. Thisis not the case, how-
ever, when only the absorptions which are likely to be observed in
topcoat spectra are considered. Like Isoindolinone Y ellow 3R, the
other two isoindolinones have an absorption in the 1700-1600
cm~*window at 1661 or 1663 cm ™ which includes an unresolved
high frequency shoulder. For Isoindolinone Yellow 3R, Isoin-
dolinone Yellow 2G, and Isoindolinone Orange, fairly strong ab-
sorptions occur, respectively, at 1377, 1377, 1379 cm™%; 1310,
1308, 1310 cm™%; 1269, 1267, 1271 cm™%; 1181, 1181, 1184
cm™: and 1086, 1055, 1084 cm™. Isoindolinone Y ellow 3R and
Isoindolinone Orange both have strong absorptions at 853 cm ™2,
but Isoindolinone Y ellow 2G does not have any featuresin thisre-
gion. Complete lists of absorptions for the three are presented in
Table 1.

The absorptions observed in the difference spectra for
NW78H0461 (Fig. 2c), DC78H0506 (Fig. 5a) and DB82H0870 in-
dicate that I soindolinone Y ellow 2G and Isoindolinone Orange can
be ruled out as possibilities, but for the much more limited number
of peaksusually seenin topcoat spectra, thisis not awaystrue. For
some of these topcoat spectra, a very weak resolved shoulder peak
near 1672 cm™* occursin addition to the 1657 cm ™! peak (Figs. 2b,
7b and 7c), and thisis significant since the spectra of 1soindolinone
Yellow 2G and Isoindolinone Orange (Figs. 9b and 9c) lack this

" The molecular structure of Quinophthalone Yellow (1V) shown in Fig. 1,
drawn with adiketo ring and a phthalimide moiety, isthe one normally depicted
for thiscompound (17). Rather than this diketo form, however, Quinophthalone
Y ellow actually consists primarily of the enol tautomer with the enol proton hy-
drogen-bonded with the quinoline nitrogen (personal communication, Edward
E. Jaffe Associates Inc., December 1998). Note that this enol tautomer extends
the conjugation considerably, and thisis undoubtedly a major factor in the pro-
duction of color by this pigment.

feature (as noted, an unresolved shoulder in this region does not
rule out Isoindolinone Y ellow 3R). In addition, a peak at 855-853
cm™tisalso observed for many of these spectra, and this serves to
eliminate Isoindolinone Y ellow 2G as a possibility. In other cases,
the spectral data by themselves may not permit a clear choice be-
tween the three pigments and other factors must be considered.

Isoindolinone Y ellow 2G, Isoindolinone Orange, and Quinoph-
thalone Y ellow do not appear to have been used in any Reference
Collection nonmetallic monocoats, at least in detectable quantities.
Although the two isoindolinones cannot be entirely ruled out as
possibilitiesfor many spectrawhere only afew peaks are observed,
spectral subtractions involving some yellow nonmetallic mono-
coats other than those already cited reveal that in every case, Isoin-
dolinone Yellow 3R is present. The observed topcoat spectral fre-
quencies for the “window” peak of 1655 to 1659 cm™* also seem
to indicate the presence of this pigment, which has a frequency of
1657 cm™1, rather than the other two, which have frequencies of
1661 and 1663 cm™ 1. Although the 853 cm™* absorption (which
serves to rule out Isoindolinone Yellow 2G) is not always clearly
observed, many spectra do have a shoulder in this region, the ob-
servation of which suggests that a weak peak may be present.

The above observations are consistent with information pro-
vided by Ciba Speciaty Chemicals Corp., the manufacturer of
Isoindolinone Yellow 3R, Isoindolinone Yellow 2G, and Isoin-
dolinone Orange, that for OEM automotive paints, 1soindolinone
Yellow 3R is by far the most common of the three (personal com-
munications, Ciba Specialty Chemicals Corp., June 1997 and
November 1998). Isoindolinone Yellow 2G and Quinophthalone
Y ellow are more common in refinishes (personal communications,
BASF Corp., June 1997, and DuPont Automotive Products, De-
cember 1998). The three isoindolinones and Quinophthalone Y el-
low are used primarily in nonmetallic finishes, although use of
Isoindolinone Orange in metallics has also been reported (17).

Isoindoline Yellow

Like the isoindolinones (I, 11, 1) and Quinophthalone Y ellow
(1V), Isoindoline Yellow (V), an orange-yellow heterocyclic pig-
ment, also contains a phthalimide-type moiety (Fig. 1). Isoindoline
Yellow otherwise bears few structural similarities to these chlori-
nated pigments, and itsinfrared spectrum (Fig. 10d) isnot likely to
be confused with those of the four (Fig. 9).

The spectrum of an orange nonmetallic enamel monocoat,
NW81G0786, which contains Isoindoline Yellow and rutile, is
shown in Fig. 10b. The spectrum of a similar gray nonmetallic
enamel, NW79B0600 (Fig. 10a), which also contains rutile, was
used for spectral subtraction. The difference spectrum (the spec-
trum of Fig. 10asubtracted from that of Fig. 10b) isdepictedin Fig.
10c, and this result can be seen to compare well with the spectrum
of Isoindoline Yellow (Fig. 10d).

The frequencies of the Isoindoline Y ellow absorptions are listed
in Table 1, and of the 59 peaks listed, 57 are observed in the dif-
ference spectrum; 50 of these have frequencies within 2 cm™? of
those of the pigment spectrum, and five others differ by 4 cm™t or
less. Thelisted frequenciesinclude ten very weak overtone/combi-
nation bands between 2800 cm ™! and 1800 cm ™2, all of which are
observed in the difference spectrum when this spectral regionisex-
panded and examined in detail.

The spectrum of the basecoat of a recent BASF yellow non-
metallic basecoat/clearcoat finish, R97Y E402, which also contains
Isoindoline Yellow and rutile, is depicted in Fig. 11b. Data for a
number of similar finishes were not available in this case, so the
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spectrum of the clearcoat of thissamefinish (Fig. 11a) wasusedfor  infact have quite similar binder compositions. Since the subtrahend
spectral subtraction. Both the basecoat and clearcoat of R97YE402  spectrum does not contain absorptions of rutile, there is a strong
have acrylic melamine enamel binders and the difference spectrum  broad feature of this pigment in the difference spectrum. All of the
is shown in Fig. 11c. Pronounced residual binder features are not  significant absorptions of Isoindoline Yellow (Fig. 11d) may be
evident in this subtraction result, indicating that the two layersdo  seen, however, including those occurring below 900 cm™! which
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are superimposed on the broad rutile feature. Of the 59 listed peaks
of Isoindoline Yellow (Table 1), 52 are observed in the difference
spectrum, and 47 of these have frequencies within 2 cm™? of those
of the pigment spectrum.

Pigment Absor ptions Observed in Topcoat Spectra—For spectra
of acrylic melamine enamels containing heavy pigment loads of
Isoindoline Y ellow, alarge number of pigment absorptions are ob-
served. Relatively strong and conspicuous Isoindoline Y ellow
peaks can be seen at 3192, 1690, 1661, 1302, and 909 cm™1, since
these occur in binder window regions (see Figs. 10b and 11b).
Weaker peaks may be observed at 3127, 1582, 1454, 1437, 1418,
1354, 1263, 1238, 1200, 1138, 1076, 835, 777, 752, 743, 679, 637,
600, 557, 517, 428, and 334 cm ™ (some of these are labeled in
Figs. 10b and 11b). The peaks in the low frequency region are
likely to be superimposed on a broad rutile feature as observed for
NW81G0786 and R97Y E402. Some very weak overtone/combina-
tion bands between 2800 and 1800 cm™ ! might also be observed if
thisregion is examined in detail, and the ones most likely to be de-
tected occur at 2340, 2315, 2112, 2022, 1983, and 1948 cm™* (to
be able to observe the first of these, spectra should be free of ab-
sorptions of atmospheric carbon dioxide). Other Isoindoline Yel-
low absorptions which might be observed are listed in Table 1.

Use in U.S Automobile OEM Nonmetallic Monocoats
(1974-1989)—Isoindoline Y ellow wasintroduced in 1979 (17) but
it was identified in only a single Reference Collection monocoat,
NW81G0786, as described above. Almost all of the monocoats in
this collection which have colors closest in hue to that of
NW81G0786, and also to that of the BASF finish R97Y E402, con-
tain significant amounts of Chrome Yellow. This lead chromate
pigment waslast usedin U.S. automobile OEM finishesintheearly
1990s, athough it was mostly phased-out in the 1980s (5). Therea-
son for the infrequent use of Isoindoline Yellow in monocoats
(1974-1989) of the present study undoubtedly reflects the superior
performance characteristics of Chrome 'Y ellow. Thisinorganic pig-
ment could be used to produce hues similar to those obtained with
Isoindoline Yellow, but Chrome Yellow is more durable, has a
greater opacity, and is considerably less expensive (17). Isoindo-
line Yellow was thus one of severa pigments (1) which replaced
Chrome Yeéellow when use of lead-containing pigments was dis-
continued by American automobile manufacturers, and this pig-
ment was identified in some other recent yellow nonmetallic
basecoat/clearcoat finishesin addition to R97Y E402.

Anthrapyrimidine Yellow

The molecular structure and infrared spectrum of Anthrapyrimi-
dineYéelow (V1), atan-yellow anthraguinone pigment, are depicted
in Figs. 1 and 12a, respectively. Weak absorptions of this pigment
are observed in the spectrum of a single Reference Collection
monocoat, NX75H0157 (Fig. 6b), which has a yellow nonmetallic
finish. Isolation of pigment absorptions using spectral subtractions
was hampered in this case, not only because of the weak intensities
involved, but also because closely-matched subtrahend spectrawere
not easily found. The*X” of NX75H0157 indicates that the binder
composition for this finish was not specified by the manufacturer,
Inmont. The binder was identified as an acrylic melamine enamel
from its spectrum, however, and spectra of Inmont and other enam-
elswere examined to seeif their absorption patterns might be simi-
lar. The oneswhich visually appeared to have absorptions most like
those of NX75H0157 were then tested as subtrahend spectra.

The absorptions of Anthrapyrimidine Y ellow above 2800 cm™®

(Fig. 124) are not observed in the spectrum of NX75H0157 (Fig.
6b) or in the various subtraction results because they are too weak,
and because they overlap absorptions of styrene. Subtraction re-
sults are therefore presented only below 2000 cm™t and the spec-
trum of NX75H0157 in thisregionis shown in Fig. 13b. There are
no other “NX” samplesin the Reference Collection and an enamel
which closely matched NX75H0157 was not found. The spectrum
of abeige nonmetallic enamel, NN78H0408 (Fig. 13a), was chosen
for subtraction for illustrative purposes. The difference spectrum
(the spectrum of Fig. 13asubtracted from that of Fig. 13b) isshown
in Fig. 13c, and this result can be compared to the absorptions of
Anthrapyrimidine Yellow (Fig. 13d).

As expected, residual binder features are quite prominent and
many of the weaker absorptions of Anthrapyrimidine Yellow are
obscured, but its seven strongest absorptions can be seen together
with a few weaker ones; these are all labeled in Figs. 13c. The
stronger of these peaks are observed in all of the various subtrac-
tion resultswith the same frequencies, soit isclear that they are not
artifacts produced from uncompensated binder absorptions; in con-
trast, most other features vary considerably between results. When
the contours of the background on which these peaks appear are
considered, the relative peak intensities can also be seen to be con-
sistent with those of Anthrapyrimidine Y ellow.

The broad absorption near 890 cm™* in Figs. 13b and 13c is
from a chromate pigment, and a small amount of hydrous ferric
oxideis also indicated. The 276 cm ™! absorption of hydrous fer-
ric oxide (Fig. 7d) is manifested as a barely noticeable shoulder
to the broad rutile feature of Fig. 13b, but it is resolved and seen
clearly in most of the difference spectra. The last portion of the
low frequency region is not shown in Fig. 13c, but this 276 cm™?
peak does not, in fact, occur in this particular difference spectrum
because the subtrahend spectrum (Fig. 13a) also contains this ab-
sorption (which, as noted, is very common in spectra of beige
nonmetallic finishes).

For the spectrum of NX75H0157 itself (Fig. 6b), only two ab-
sorptions of Anthrapyrimidine Yellow at 1670 and 1273 cm ™ are
observed. As mentioned earlier, Benzimidazolone Y ellow 3G also
has an absorption at 1670 cm ™2, but it has additional absorptions at
3407, 1701 cm™* and elsewhere which distinguish it from those of
Anthrapyrimidine Y ellow. The spectrum of an orange nonmetallic
enamel, DC89 0312, which has weak absorptions of Benzimida
zolone Yellow 3G, is presented in Fig. 6ato illustrate these differ-
ences. Thisorange monocoat has only weak spectral absorptions of
rutile, but the spectra of all of the yellow monocoats which contain
Benzimidazolone Yellow 3G (1) have strong absorptions of rutile;
most of these also have much stronger absorptions of Benzimida-
zolone Yellow 3G.

In addition to NX75H0157, there are two other monocoats of
color HO175 in the Reference Coll ection—both enamels—but their
spectralack noticeable absorptions of organic pigments. The spec-
trum of one of these, PC77H0157, isshown in Fig. 6¢. Absorptions
of rutile and achromate pigment are present in this spectrum, along
with a weak peak at 272 cm™2 of hydrous ferric oxide (Fig. 3d).
The spectrum of the third enamel, FC76H0157 (not depicted), also
contains absorptions of these three pigments, but it additionally has
an absorption of acrylonitrile at 2240 cm ™! (11). The three enam-
els of this color are therefore readily distinguishable based on both
binder and pigment compositions.

Consistent with the observed occurrence of Anthrapyrimidine
Yellow in Reference Collection monocoats, this pigment is not a
common one for OEM automotive paints and it is used mostly in
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FIG. 12—Spectra of: (a) Anthrapyrimidine Yellow; (b) Pyrimidine Yellow; and (c) Copper Azo Methine Yellow.

refinishes (personal communications, BASF Corp., February 1998 Pyrimidine Yellow and Copper Azo Methine Yellow

and March 1998, and DuPont Automotive Products, April 1998).

Anthrapyrimidine Yellow may be found in both nonmetallic and The molecular structures and infrared spectra of two other yel-
metallic finishes (personal communication, Edward E. Jaffe Asso- low organic pigments, Pyrimidine Yellow (VII) and Copper Azo
ciates Inc., December 1998). Methine Yellow (VIII), are shown in Figs. 1 and 12. The two may
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be used in automotive paints, but they also are not common (per-
sonal communications, BASF Corp., March 1998, and DuPont Au-
tomotive Products, April 1998) and their absorptions were not
identified in spectra of any Reference Collection nonmetallic
monocoats. Copper Azo Methine Y ellow (which has a green-olive
shade), however, is used primarily in metalic finishes (persona
communication, Ciba Specialty Chemicals Corp., November
1998) and Pyrimidine Y ellow (yellow-brown) isused mostly inin-
dustria finishes (17).

Like Isoindoline Yellow (V), Pyrimidine Yellow (VII) contains
apair of barbituric acid-typerings (Fig. 1), but it hasavery distinct
spectrum which is easily differentiated from that of Isoindoline
Yellow (compare Figs. 11d and 12b). Copper Azo Methine Y ellow
has a very rich infrared spectrum with many intense absorptions,
although none are in the 1700 to 1600 cm™* window region (Fig.
12c). The frequencies of the Copper Azo Methine Yellow and
Pyrimidine Yellow absorptions are listed in Table 1. Pyrimidine
Y ellow contains nickel and Copper Azo Methine Yellow contains
copper (Fig. 1) so, elementally, the two are also distinct from the
other yellow organic pigments which have been discussed (as
noted earlier and discussed previously (2,3), copper is also present
in some blue and green phthal ocyanine pigments).

Nickel Azo Yellow, Flavanthrone Yellow, and Isoindoline Orange

Two other yellow organic pigments, Nickel Azo Y ellow (IX) and
Flavanthrone Y ellow (X1), and an orange pigment related to Isoin-
doline Yellow, Isoindoline Orange (X), have aso been used in au-
tomotive paints (8,16). The three are no longer produced, however,
and attempts to obtain samples of them were not successful. They
are mentioned here since it is possible that they were used in afew
Reference Collection finishes, and also becauseit is useful to know
if there might be other pigments which could be mistaken for those
discussed. Considering their molecular structures (Fig. 1), it isun-
likely that spectraof the three bear gross similarities (such as occurs
for the isoindolinones) to those of the other yellow or orange or-
ganic pigments which have been discussed to date. Flavanthrone
Y ellow may have been used in only small amounts, if at all, in Ref-
erence Collection finishes. Concerning its use in automotive fin-
ishes, Surface Coatings (8) states that Flavanthrone Yellow has
“best performance at low concentrations,” and that it is“ susceptible
to chemical reduction.” Nickel Azo Yellow (1X) has avery green-
ish yellsow shade (8), and like Pyrimidine Yellow (VI1), it contains
nickel.

Yellow Organic Automotive Paint Pigments—A Summary

Ten yellow organic pigments are currently marketed in the U.S.
for applications which include automotive finishes. Three of the
pigments, Benzimidazolone Y ellow 3G, Benzimidazolone Y ellow

8 In Paper |1 of this series (5), it was mentioned that 74G0019, an orange non-
metallic monocoat, might contain Nickel Azo Y ellow since nickel was detected
for this enamel using XRF analysis. In view of the very green shade of thispig-
ment (Nickel Azo Yellow isclassified asgreen in the Colour Index [13]) and the
yellow-brown shade of Pyrimidine Y ellow, the latter nickel-containing pigment
might seem to beamorelikely candidate. Colors notwithstanding, if ayellow or-
ganic pigment which contains nickel wasin fact used in 74G0019, it was proba-
bly Nickel Azo Yelow, which was much more common at that time (personal
communications, Edward E. Jaffe Associates Inc., December 1998 and DuPont
Automotive Products, December 1998). Nickel Titanate is also apossibility, but
this pigment can be ruled out since 74G0019 does not contain antimony. There
are red organic pigments which contain nickel, and some of these may also be
used in automotive finishes.
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4G, and Benzimidazolone Y ellow 6G, were discussed in Paper 111
of this series (1), and seven (Isoindolinone Yellow 3R, Isoin-
dolinone Y ellow 2G, Quinophthalone Y ellow, Isoindoline Y ellow,
Anthrapyrimidine Yellow, Pyrimidine Yellow, and Copper Azo
Methine Y ellow) in the present work. Absorptions of five of these
pigments were identified in spectra of some U.S. automobile OEM
yellow and orange nonmetallic monocoats (1974-1989). Isoin-
dolinone Yellow 3R and Benzimidazolone Yellow 3G were the
two most commonly used of the five, but the Benzimidazolone
Yellow 3G absorptions are usually much stronger than those ob-
served for Isoindolinone Y ellow 3R and many peaks of the former
are normally evident in topcoat spectra. Benzimidazolone Y ellow
4G was identified in a single yellow nonmetallic lacquer, and ab-
sorptions of Anthrapyrimidine Y ellow were identified in the spec-
trum of asingleyellow nonmetallic enamel; these two pigmentsare
used primarily in refinishes. Absorptions of I1soindolinone Y ellow
3R were aso identified in spectra of ten orange nonmetallic mono-
coats, and Benzimidazolone Yellow 3G and Isoindoline Y ellow
were each identified in a single orange nonmetallic enamel. Isoin-
doline Yellow is now a more common pigment since it was one of
the replacements for Chrome Y ellow, which is no longer used in
U.S. automobile OEM finishes.

Spectra of the five pigments which were not identified in Refer-
ence Collection nonmetallic monocoats indicate that with the pos-
sible exception of Isoindolinone Yellow 2G, their absorptions as
observed in topcoat spectra should not be difficult to distinguish
from those of the others. I soindolinone Orange may be used in au-
tomotive paints and it has some prominent absorptions similar to
those of Isoindolinone Yellow 3R and Isoindolinone Yellow 2G.
Isoindolinone Orange, however, was not identified in any Refer-
ence Collection nonmetallic monocoats and it is not a common au-
tomotive pigment.

To facilitate the in situ analysis of the ten yellow organic pig-
ments, their absorptions in the 1700 to 1600 cm ™ window region
are listed in Table 2, together with some other absorptions which
might be observed in spectra of finishes having acrylic melamine
enamel binders. For Benzimidazolone Y ellow 4G (which was only
identified in an acrylic lacquer) and the five pigments which were
not identified in any monocoats, the listed absorptions were deter-
mined by adding the spectrum of NW79B0600 (Fig. 10a), a gray
nonmetallic enamel which contains rutile, to each pigment spec-
trum. All of the pigments except Copper Azo Methine Y ellow have
absorptions between 1700 and 1600 cm™?, but Copper Azo Me-
thine Yellow has many intense absorptions in other spectral re-
gions. A maximum of ten absorptionsislisted in Table 2, but it is
probable that for some of the pigments, the pigment loads which
are required to produce this many observable absorptions are not
normally used.

Five of the pigments contain elements which can be detected us-
ing X-ray methods of analysis and one pigment contains fluorine,
which can be detected if an instrument equipped with a light ele-
ment capability isused. These elements are also listed in Table 2.
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TABLE 2 - Yellow organic pigments which may be used in automotive paints,

Main Infrared Absorptions

Pigment Shade ) «  Elements’ Comments®
in Spectra of Enamels
Benzimidazolone Deep 3407, 1699, 1670, 1622, Fluorine Absorptions of this pigment were identified in
Yellow 3G Yellow 1287, 1263, 1001, 951, spectra of 14 yellow monocoats. This pigment was
(PY 154) 858, 735 also identified in a single orange enamel, DC89
0312.
Benzimidazolone Slightly 3187, 1705 sh, 1657, None Identified in a single yellow acrylic lacquer,
Yellow 4G Greenish 1618 sh, 1312, 1258, 833, DA78H0464. Used mostly for automobile
(PY 151) Yellow 631, 588, 509 refinishes.
Benzimidazolone Bright 3329, 1697 sh, 1672, None Not identified in any monocoats. Used mostly for
Yellow 6G Yellow 1620 sh, 1362, 1316, 964, industrial paints.
(PY 175) 947, 901, 866
Isoindolinone Orange 3233, 1674, 1657, 1310, Chlorine = Absorptions of this pigment were identified in
Yellow 3R 1181, 1086, 937, 853, 791, spectra of 39 yellow monocoats, and 10 orange
(PY 110) 650 (See Fig. 2b) monocoats.
Isoindolinone Deep 1661, 1335, 1308, 1267, Chlorine  Not identified in any monocoats. More common
Yellow 2G Yellow 1240, 1055, 937, 799, 748, in automobile refinishes.
(PY 109) 461
Quinophthalone  Slightly 1784, 1672, 1642, 1620 sh, Chlorine = Not identified in any monocoats. More common
Yellow Greenish 1414, 1333, 1306, 1140, in automobile refinishes.
(PY138) Yellow 964, 853
Isoindoline Orange 3192, 1690, 1661, 1302, None Identified in a single orange enamel, NW81G0786.
Yellow Yellow 1263, 909, 835, 557, 517, More common now since it was one of the
(PY139) 334 (See Figs. 10b, 11b) replacements for Chrome Yellow.
Anthrapyrimidine Golden 1672, 1512, 1335, 1310, None Absorptions of this pigment were identified in the
Yellow Tan 1271, 1236, 907, 801, 774, spectrum of a single yellow enamel, NX75H0157.
(PY 108) Yellow 731 Used mostly for automobile refinishes.
Pyrimidine Yellow 3345, 3235, 1638, 1304,  Nickel Not identified in any monocoats. Used mostly for
Yellow Brown 1269, 594, 536 industrial paints.
(PY 150)
Copper Azo Dull 1601 sh, 1354, 1339, 1265, Copper Not identified in any monocoats. Used mostly in
Methine Yellow  Green 978, 874, 856, 843, 828, metallic finishes.
(PY 129) Olive 741/735

“These include all of the absorptions between 1700 and 1600 cm™ and some others which might be observed in spectra
of finishes having acrylic melamine enamel binders, assuming that a relatively high pigment load is used. Given in
wavenumbers. An "sh" indicates that the absorption occurs as a shoulder on the side of the strong binder carbonyl or
melamine absorption; depending on the pigment load which was used, this peak may or may not be resolved.

” These are elements which can be detected by X-ray methods of analysis. Fluorine is included, but detection of
this element requires a special window for the detector.

“The occurrence of the pigments in nonmetallic monocoats of the Reference Collection of Automotive Paints is

indicated.
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